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Applicant : GOLDEN APPLEXX CO., INC.
Address : 19805 HARRISON AVE, INDUSTRY, CA 91789

The following sample(s) was/were submitted and identified on behalf of the client as:
Product Name : Tall Double Sided Stainless Steel Cocktail Jigger
SKU : BAR00O8

Date of Sample Received  :Jun. 12, 2026
Test period :dJun. 12, 2026 - Jun. 17, 2026

Test requested
As specified by client, with reference to California Proposition 65, to determine

the total Lead content on submitted sample.

Prohsd 4

Richard Ke
(Signed for and on behalf)

Approved by:

Dongguan NTEK Testing Technology Co., Ltd.

Address: Building 3, Meisaidaxin Park, Keji 8th Road, Songshan Lake High-Tech Industrial Development Zone,
Dongguan, Guangdong, China

Tel: (+86-769) 23301666 Fax: (+86-769) 23301600 Email: service@gdntek.cn http://www.dgntek.org.cn
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Photograph of Received Sample :
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Test results:
1. Lead content :
Result
Test Item Test method Unit MDL
No.1
With reference to
Lead (Pb) CPSC-CH-E1001-08.3, mg/kg 2 N.D.
tested by ICP-OES.

Test Part Description:

Group No. Picture No.

Test Part Name

No.1 1

Silver metal cup

Note:

(1) mg/kg=ppm=0.0001%;

(2) N.D.=Not Detected(<MDL);
(3) MDL=Method Detection Limit;
(4)

4) Unless otherwise specified, refer to ILAC-G8:09/2019 and use the binary decision rule of simple

acceptance (W=0) for conformity assessment.

Operation Flow Chart:
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A Statement:

AT AR T NS T il F & e i R

1.This report is considered invalid without approved signature, Detection special seal or Report seal
266 S S B HE R SR, HE E R S T, NTEK RAZ S Bt

2. The sample(s) and sample information was/were provided by the client who should be responsible for
the authenticity which NTEK hasn't verified;

3. AR G £ SR AR 32 A b A T

3. The result(s) shown in this report refer(s) only to the sample(s) tested;

4. RZ NTEK -BI[AE, Ao ZHAHkd.

4. Without written approval of NTEK, this report can't be reproduced except in full;

5. ki S RN BE S RN R E R, O,

5. In case of any discrepancy between the English version and Chinese version of the testing reports( if
generated), the Chinese version shall prevail.

AR E AR T CMA B sy, AR b B s 4 R AR, B A N A . Ak s ik
KREEHBIH

Remark: When the report without CMA qualification seal, the testing data and result(s) in this report
is(are) just for scientific research, education, internal quality control and product development etc.

***End of Report***
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